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Abstract

This research concentrates on the thermal ageing @fll 3-coat system with sacrificial pigment irich) primer on mild steel
where the temperature dependence test is condtaxplore the correlation between the coatingsesices with the corrosion rate
underneath the coating. Electrochemical impedaspectroscopy (EIS) is introduced over a range ofiperature to extract
activation energies for the rate of controlling pesses in the corrosion reactions. It is expedted the zinc rich primer does not
form a barrier coating for the metal substrate rattit will be the most active component of the tabes in the electrochemistry. Full
3-coat system with zinc rich primer show the exwdcactivation energy from coating resistance gnsicantly lower than the
activation energy extracted from the charge transtesistance. This suggested that the coating tast® from EIS cannot be
controlling the corrosion reaction. The activatienergies generated for the corrosion process hége47 kJmot) are very much
higher than those of ion transport through the aogt(19—-37 kJmal) during early immersion. Further interesting fings come
from the activation energy trends over time patacly for the corrosion process which shown that thalue is decreasing where at
the end of exposure, the activation energy valoesdating and charge transfer resistance beconitecimilar. It is suggested that
at this stage ion transport in the coating mightdmatrolling the corrosion process unlike at theglmming; the activation energy is
getting smaller due to coating degradation.

Index Terms. epoxy coating, electrochemical impedance speamsdhermal effect, zinc rich primer
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1. INTRODUCTION was tested first to identify characteristics of its

. . . . electrochemical (sacrificial action) behavior.
Temperature changes impose a direct impact ondtresive

protective performance of coatings; especially im a

. . 2. EXPERIMENTAL PROCEDURE
environment where the value of temperature keepsgihg.

For example, a natural gas pipeline network ofteas h
continuous changes in temperature, with possiblgyeaas
high as 13%C in the vicinity of a natural gas well to an
ambient temperature at a pumping station.

Previous work [1, 2] has established that it cdudpossible
to separate resistances for the coating and théngemetal
interface from EIS spectra. The plotted Arrhenifitogarithm

resistance against reciprocal of temperature yieltbeger
activation energies for the corrosion process tf@nion

conduction in the coating, showing that the coategjstance
could not be responsible for controlling the coiwosrate.
Here further coatings, including a full 3-coat syst with

sacrificial pigment primer are studied. In this Worthe
electrochemical activity of the zinc rich primeo(pled to the
steel substrate) plus barrier properties of these topcoats
were in concern. Thus, steel with zinc rich priri&@RP) alone

A commercial zinc rich primer with 50um thicknessasw
tested. Coatings were applied to grit-blasted rsfebl panels
by air spraying. Further tests were conducted @ul&8-coat
system consisting of a zinc rich pigmented 2-conepbn
epoxy primer (50um), a low volatile organic contévOC),
high-solid, high-build epoxy barrier coat pigmentedth
micaceous iron oxide (180um) and a 2-componentliacry
polyurethane topcoat (60um), prepare and appliedlasly.
The edges of all panels were protected with a thiigkh-
performance  epoxy coating. The  electrochemical
measurements were made using a three-electrodewitall
vertical working electrode of area 40 tithe reference
electrode was a saturated calomel electrode (S@H)tlke
counter electrode a platinised titanium electrofi@area of 9
cn?. The samples were exposed in hot 3% NaCl sol{860
cm®), made from analytical grade chemicals and deéshis
water, held at constant temperature in a water @atlslowly
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cooled in an insulated box). Tests were conductetliplicate.
Impedance measurements were taken at the freesomrro
potential using a Gill AC computer-controlled pdiestat
with a high-impedance paint buffer (ACM Instruméntssing
a 20 mV sine amplitude and a frequency range frdirHz to
30 kHz. Samples were cooled from°60down to ambient
over (typically) 4 h. After the samples had beestad, the cell
was replaced in the hot water bath and kept &€ 3ntil the
next measurement.

Fig- 1: Model circuit used for fitting

The EIS spectra from zinc rich primer were fittedhweircle
fit from the ACM software whereas EIS spectra froimc rich
full system coating were fitted to a non-linearsieaquares
fitting software (with ZSimWin) to a R[Q[R[QR]]] nuel
circuit as illustrated in Figure 1 [Q=constant phatement].

3. RESULT AND DISCUSSION
3.1 Tests with Zinc Rich Primer (ZRP) Alone
3.1.1 Visual Inspection

Optical micrographs as seen in Figure 2 shows ¢kalts of
galvanic activity on the surface of the ZRP coatmgface
before and after exposure up to 22 days in 3% Na(tition.
Figure 2b shows the presence of small ‘white’ phas,
probably zinc oxide which starts to build up on twating
surface after 2 days of exposure. By day 19, tesqrce of
blisters was noted and with time, these blistemwgrand
unlike normal blisters, they are rough and not sim@bigure
2c).

(@)

Fig - 2: Optical image showing the formation of corrosion
product on the surface of ZRP coating after (aa@ ¢b) 2
days; (c) 22 days of exposure

3.1.2 Preliminary Analysis for Coated Panel Exposed
at 21°C

After an hour of exposure, Nyquist plot shows twemgircles
(Figure 3), similar finding to the study conductadMeroufel
and Touzain [3]. This indicates that the coatinghighly
porous and permeable. The potentials recorded w6
Vsce and -0.98 ¥ce which suggests that zinc particles are
already starting to corrode.
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Fig- 3: Nyquist plots obtained for ZRP coating (2 replesjt
after 1-hour exposure at ambient temperature

There are disagreements in the literature concgrrire

analysis and interpretation of the impedance speEwr some
authors, the semicircle at higher frequency cooedp to
undefined charge transfer process while the sechécat low

frequency is related to oxygen diffusion [4, 5,@fher studies
conclude that semicircle at low frequency is relate the

charge transfer for zinc dissolution, whereas thghh
frequency range shows the dielectric properties thodé

polymeric matrix [7, 8]. An active electrode acts @pating
resistance in parallel with double layer capaciar(one

semicircle), so for ZRP panels we don’'t expect twof

sometimes oxide films/passivity generates a momepticated

diagram thus the coating does not behave like lsiminc

electrode.

3.1.3 Open Circuit Potential Measurements

The duration of protection potential for stee}fHs given as
being the time during which the potential remaiowdr than
free corrosion potential of steel (-0.65Y. However it is
often taken in practical as being the time which potential
remains lower than -0.8%¥: [9]. The ZRP coated panel
potentials are monitored up to 22 days and predentEigure
4.
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Fig- 4: Evolution of corrosion potential measured at@with
time for ZRP coating (2 replicates) exposed in 3&CN
solution for 22 days at 50

Due to the high permeability of ZRP coatings, immataly

upon immersion in the electrolyte the potentialalsout -

0.98Vscg a value which is close to the potential of zinsea
water. This indicates clearly that the zinc paesclwere
actively consumed to provide initial galvanic piten to the
steel. Notice that the potential passed thevalue by 6 days.
By 22 days, contact between zinc and steel may heea lost
as the potential recorded is closed to the cornogatential of
steel.

3.1.4 Temperature Dependence of Impedance

The effect of changing temperature on the EIS nespoof
ZRP coating in 3% NacCl solution after 7 and 14 daysosure
at 50C are shown in Figure 5 and 6 respectively. It setiat
the effect of changing temperature is barely natite on the
impedance spectra after 1 and 4 days of immersion.

However by day 7 the effect of changing temperabe®omes
much clearer. Even though the effect of temperaturehe
size of the ‘semicircle’ is apparent in these fagirNyquist
plots are difficult to fit. Only the first semicie could be
fitted using “circle fit” from the ACM software. lgarithm of
coating resistance is then plotted against recgroaf
temperature (Figure 7) and the activation energieasured
are in the range of 32—34 kJrol
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Fig- 5: Nyquist plots for ZRP coating at various tempermedgu
after 7 days of exposure at°g0
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Fig- 6: Nyquist plots for ZRP coating at various temperegu
after 14 days of exposure at’&0
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Fig- 7: Arrhenius plot for ZRP coating after (a) 7 daysl b)
14 days of exposure at %D
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3.2 Tests on Full System
3.2.1 Open Circuit Potential Measurement

Figure 8 displays the open circuit potential (O@R)asured
over time for coated panels (duplicate sets) exppase21 and
50°C. It is interesting to note that the two panetgad at 29C
reacted differently during early immersion.
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Fig- 8: Evolution of OCP values with immersion time fonai
rich full system coating at 2C and 56C

During the first 21 days of immersion Panel 1 haduastable
potential which varied between -0.3 and -0.8cp/before
reaching a stationary value close to the corropiotential of
steel. In contrast Panel 2 shows potential vallesecto the
zinc potential during early immersion but rapidhcieased
reaching the corrosion potential of steel by 21sdd@anels 3
and 4 tested at 80 gave comparable potential values. Their
values were fluctuating in the range of -0.45 to65Wsce
which is similar to the potential for a coated kwdstrate. In
this study, the number of days during which thetedganel
exhibits more negative potential thappE-0.85Vscp) in 3%
NaCl solution is used for judgment of how long zirch
primer coatings provide full cathodic protection ttee steel
substrate.

According to these results, it is evident that OfPthese
panels never lies in cathodic protection regionloive -
0.85V5cp. The potential measured for these coatings véll b
however a compromise between the zinc-steel galvaniple
(anode and cathode) as suggested by Mayne [10]dé\no
potential may give reading at -0.95¢ and cathode potential
may be a very much higher.

3.2.2 Effect of Signal Amplitude — A Test of the
Circuit Model

ZRP (primer only) gave two semicircles (Figure 8fere
again two semicircles were observed (Figure 9)tfar full
system. The first semicircle was expected to bedpecoating

over the zinc rich epoxy primer and the second ciech

corresponded to the electrochemical activity of zivec rich

primer coupled to the steel substrate. To be cerafest is
conducted to investigate the effect of changing signal

amplitude on the semicircles as a way of identidyithe

different features displayed in Nyquist plots. Ef&ctra were
taken at amplitudes ranging from 20 mV to 120 nt\fs klear
from Figure 9 that changing the applied potentidy@hanges
the shape of the second semicircle.
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Fig- 9: Nyquist plot at various applied potential for zitch
full system coating

3.2.3 Temperature Dependence of Coating

Parameters

Figures 10 to 11 show the effect of changing teoee on
the EIS response of full system coating after 2d ah days
exposure at ST. Similar to epoxy-phenolic paint and full
system with an inhibitive primer as studied pregigul, 2]
the size of the semicircles decreases as temperndges.

These semicircles were fitted to the equivalentuiirin

Figure 1 and this procedure give the most accurate

determination of coating resistanceg,)@&t high frequency and
charge transfer resistanceJRat low frequency. Then the
logarithm of B and logarithm of R were plotted against
reciprocal of temperature to determine activatioprgies for
conduction in the coating and the corrosion reactié
straight line was fitted to the data points in Feu2 to
calculate the activation energies by multiplying glope with
the gas constant, R.
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Fig- 10: Nyquist plots at various temperatures for zinbric
full system coating after 21 days of exposure €50
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Fig- 11: Nyquist plots at various temperatures for zinb ric
full system coating after 35 days of exposure 4€50

The effect of temperature on ion transport throtigh film
and the corrosion process are summarized in Fig@&nehich
shows the trend of activation energy determined ifor
conduction in the film (B and corrosion process (fromR
The activation energy for the corrosion procesgeisy much
higher than ion conduction during earlier immersion
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Fig- 12: Arrhenius plots of Rand R for zinc rich full system
coating after (a) 21 days and (b) 35 days of exgoati56C

It is evident from Figure 13 that the activatioresgy for the
corrosion process decreasing overtime, and at ideoé the
exposure, they are quite similar. It is suggestet &t this
stage ion transport in the coating might be colitglthe
corrosion process. In the beginning the activaterergy
values get smaller over time because of coatingadiegion.

If we compare these result with zinc phosphaté dystem
coating as reported previously [1, 2, Wi see that Rvalues
for 2 coats of zinc rich full system are similartbmse for the
first semi-circles on the thicker zinc phosphaté fystem
coating; suggesting that the interpretation offeteste is
correct. However the high activation energy valsesn in the
zinc phosphate full system coating were not seee. he
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Fig- 13: Evolution with time of activation energy for ion
conduction and corrosion process for zinc rich $yktem
coating (duplicate sets)
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CONCLUSIONS

In contrast with the zinc phosphate full systemtioga[1],

zinc rich full system gave the same conclusionhasthinner
coatings [2] where the coating resistance from &8not be
controlling the corrosion reaction. The activatienergies
generated for the corrosion process here (78-90lkljrare
very much higher than those of ion transport thioulge
coating (19-37 kJmol-1) during early immersion (Figy13).

Further interesting findings come from the activatienergy
trends over time particularly for the corrosion ggss where
the value is decreasing, so that at the end of sxpothe
values for Rp and Rct become quite similar. It uggested
that at this stage ion transport in the coating hmige
controlling the corrosion process unlike at theibeing; the
activation energy is getting smaller due to coatlegradation.
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